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reversed bilayer vesicles through
pnictogen bonding: water-stable supramolecular
nanocontainers for organic solvents†

Shiva Moaven, Brandon T. Watson, Shelby B. Thompson, Veronica J. Lyons,
Daniel K. Unruh, Dominick J. Casadonte, Dimitri Pappas
and Anthony F. Cozzolino *

A new air and moisture stable antimony thiolate compound has been prepared that spontaneously forms

stable hollow vesicles. Structural data reveals that pnictogen bonding drives the self-assembly of these

molecules into a reversed bilayer. The ability to make these hollow, spherical, and chemically and

temporally stable vesicles that can be broken and reformed by sonication allows these systems to be

used for encapsulation and compartmentalisation in organic media. This was demonstrated through the

encapsulation and characterization of several small organic reporter molecules.
Introduction

Storage and delivery of different compounds for medicinal
applications, chemical reactions and analysis, cosmetics, and
coatings is of great importance.1–4 Biological systems have
developed a very useful tool to achieve this. Biological cell
membranes can compartmentalize into different sizes (nano to
micrometre) of vesicles to protect and transport the different
components of life within a physiological medium.5 Non-
aqueous environments play a dominant role in synthetic
chemistry and different approaches are being investigated for
the preparation of vesicles amenable to these environments.
The real and perceived applications of these include synthetic
cells,5–7 nanocontainers1,3,8,9 and nanoreactors.1,10 These vesicles
can be prepared using either covalent (polymers, metal-
coordinated amphiphiles)11–16 or non-covalent (dendrimers,
phospholipids, polymers)7,17–21 strategies. Polymersomes and
metal-coordinated amphiphiles have proven to be useful in
organic solutions for carrying and delivering their cargoes. Non-
covalent interactions can be used to self-assemble reversed
vesicles with more dynamic behaviour. Hydrogen bonding
(HB)22,23 and pnictogen bonding (PnB)24 have also been
successfully applied to this problem.

In this paper, an antimony thiolate cage, Sb-1Et is prepared
and its ability to form stable vesicles mediated by pnictogen
ry, Texas Tech University, Box 41061,

nthony.f.cozzolino@ttu.edu

n (ESI) available: Synthesis and
NMR, 13C NMR, ATR-FTIR, DLS, TEM,
coordinates of optimized molecules.

aphic data in CIF or other electronic

80
bonding is studied. We contrast this to our previously reported
bicyclic antimony alkoxide compounds (Sb-2Pr and Sb-
2NHCONon) that self-assemble into reversed bilayers facilitated by
pnictogen bonding (Fig. 1).24,25 Sonication of crystalline Sb-
2NHCONon under strictly anhydrous conditions resulted in the
formation of reversed bilayer vesicles with an average diameter
of 70 nm.24 These compounds represent a well-behaved model
system that allows for careful study, but they are susceptible to
hydrolysis at the Sb–O bonds. This imposes limits on the future
application of these unique supramolecular structures. Stibnite
(Sb2S3) is one of the most stable and abundant sources of
antimony.26 Unlike the oxide analogue (Sb2O3), stibnite favours
formation of ribbons. The presence of PnBs between ribbon
layers has been recognized previously suggesting that a thiol
analogue of the previously studied antimony alkoxides might
Fig. 1 Antimony thiolate cage (left) and previously reported antimony
alkoxide cage25 (right) and depiction of pnictogen-bonded bilayer
motifs that they each form (bottom).

This journal is © The Royal Society of Chemistry 2020
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still self-assemble.27–29 Synthesis of antimony thiolates was
envisioned as an approach to engender moisture stability30–32 in
these compounds while retaining the ability to self-assemble
into reversed bilayers.
Fig. 2 SEM image of the as-synthesized Sb-1Et.
Synthesis and characterization of a trivalent antimony
thiolate

Treatment of H31Et with antimony tris-tert-butoxide (see S1.2 in
ESI†) in anhydrous THF or hexanes results in the formation of
Sb-1Et (Scheme 1). Compound Sb-1Et is conrmed by the loss of
the band at 2552 cm�1 (Fig. S16†) associated with the S–H bond
stretching vibration and disappearance of the chemical shi
signal at 2.21 ppm (Fig. S7†) in the FTIR and 1H NMR spectra,
respectively. This is accompanied by the formation of tert-
butanol. Additionally, protons of the methylene groups adja-
cent to the sulphur atoms shi to 2.98 ppm from 2.47 ppm
upon the formation of the cage and the C–S stretching
frequencies of Sb-1Et show a signicant red shi to 672, 622,
and 520 cm�1 (from 713 and 677 cm�1 in H31Et). These exper-
imental values were compared with DFT calculated values from
monomer Sb-1H and dimer (Sb-1H)2 and the frequency values
calculated for both are in good agreement with the experi-
mental values from Sb-1Et. To conrm the water stability of the
newly prepared compound, a hydrolytic stability test was per-
formed. To a dry DMSO-d6 solution of Sb-1Et, 10 equivalents of
D2O were added and the chemical shis of the protons were
monitored for 24 hours and no changes were observed (see
Fig. S8†).

Regardless of polarity of the solvent used in the synthesis of
Sb-1Et, only an amorphous material was recovered as conrmed
by powder X-ray diffraction (PXRD) analysis. This was further
conrmed by light microscopy where some of the larger parti-
cles of Sb-1Et appeared spherical and translucent, suggesting
the formation of hollow spheres. To gain a better understanding
of the morphology of Sb-1Et (as-synthesized), it was subjected to
SEM which veried that Sb-1Et spontaneously forms spherical
supramolecular structures (Fig. 2).
In situ encapsulation of guest molecules

To investigate whether these spherical structures are hollow or
not, a known amount of ferrocene (Fc) was used as a marker
molecule to be encapsulated during the synthesis of Sb-1Et (for
more details see S4.1 in ESI†). Aer removal of the free Fc
molecules, the vesicles were lysed and dissolved with DMSO-d6
and studied by 1H NMR. Characterization of the ruptured
Scheme 1 Preparation of Sb-1Et.

This journal is © The Royal Society of Chemistry 2020
vesicles of Sb-1Et by
1H NMR revealed the presence of the Fc

marker molecule and tert-butanol (the co-product of the reac-
tion) along with hexanes (the reaction solvent). The theoretical
ratio of the protons of Fc compared to protons of tert-butanol in
the reaction is 0.56. Integrated values from the 1H NMR in Fig. 3
reveal an experimental ratio of 0.58 which is very close to the
theoretical value and conrms the ability to form hollow vesi-
cles that encapsulate other chemicals during synthesis. In this
case a total of approximately 0.2% of the Fc molecules were
captured in the vesicles during their in situ formation. A sample
was stored and dissolved in DMSO-d6 aer 6 months at ambient
conditions. All Fc molecules were still encapsulated inside the
vesicles (based on the ratio of Fc protons to methylene cage
protons of Sb-1Et). However, the ratio of the Fc protons to tert-
butanol was not equal to the value obtained initially which
suggests that more volatile chemicals (tert-butanol and
hexanes) can escape vesicles over an extended time period. This
behaviour contrasts signicantly with the isostructural
Fig. 3 1H NMR (black spectrum) of ruptured vesicles in DMSO-d6 after
in situ encapsulation and an illustration of a hollow reversed vesicle
containing solution it has been synthesized in prior to rupture. 1H NMR
(red spectrum) of ruptured vesicles in DMSO-d6 six months after
storing powders in ambient conditions.

Chem. Sci., 2020, 11, 4374–4380 | 4375
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antimony alkoxide cage which is isolated as a crystalline
material with a helical columnar supramolecular structure.25
Solid-state characterization of antimony thiolate bilayer

X-ray quality single crystals of Sb-1Et were obtained from the
slow evaporation of a solution of Sb-1Et following sonication in
acetonitrile. XRD analysis revealed the anticipated cage struc-
ture with three Sb–S primary bonds with average bond distance
of 2.444(7) Å as depicted in Fig. 4 which is in agreement with the
average reported Sb–S (2.44 Å) bond distance.33 The longer Sb–S
bonds lead to a cage that is signicantly more distorted away
from C3v symmetry than in alkoxides Sb-2R (R ¼ Me, Et, Pr,
NHCONon). The Sb–Ch–C angles are signicantly more acute in
Sb-1Et (�102�) than in alkoxide Sb-2R (�118�).24,25 In the crystal
structure, molecules of Sb-1Et self-assemble through pnictogen
bonds to form a reversed bilayer structure where each antimony
interacts with three distinct sulphur atoms (Fig. 4a). Within
each layer, every molecule is surrounded by four molecules of
Sb-1Et as shown in Fig. 4b. The Sb atom in the central molecule
forms PnBs with two S atoms on adjacent molecules, the Sb1/
S4-1 and Sb1/S5-2 distances are 3.554(8) Å and 3.707(5) Å
respectively, which are 92% and 96% of the

P
rvdW of Sb and S.

Two of the sulphur atoms (S1 and S2) act as PnB acceptors for
the adjacent Sb2-3 and Sb2-4 atoms. The S1/Sb2-3 and S2/Sb2-4
bond distances are 3.680(8) Å and 3.500(6) Å, respectively, or
95% and 90% of the

P
rvdW of Sb and S. In addition to the

intralayer PnBs depicted in Fig. 4b, each molecule forms a set of
interlayer interactions. This set of interactions occurs between
molecules in an antiparallel alignment to form a supramolec-
ular synthon that contains two primary Sb–S bonds and two
PnBs (Fig. 4c). PnB distances for Sb1/S5 and Sb2/S1 in this
dimeric unit are shorter than the other PnBs at 3.243(6) Å and
3.260(6) Å which averages to 84% of the

P
rvdW. This motif
Fig. 4 (a) Reversed bilayer of Sb-1Et through strong PnBs of Sb and S
atoms. (b) Intralayer self-assembly of Sb-1Et. (c) Formation of two
strong interlayer PnBs between two Sb-1Et molecules (Sb: purple, S:
yellow, C: grey, H: white).

4376 | Chem. Sci., 2020, 11, 4374–4380
differs slightly from those observed with the antimony alkoxide
cages, where every pnictogen bond is with a molecule in the
opposing layer.24,25 The ability of the thiol analogue to form
a similar bilayer structure contrasts with Sb(S2C6H4)SMe which
does not form a bilayer structure in the solid state whereas the
oxygen analogue, Sb(O2C6H4)OMe, does.34 This hints at the
importance of the cage structure in promoting a predictable
bilayer assembly. The synthesis and crystal structure of the
arsenic analogue (As-1Et) has been reported previously. No
bilayer structure was observed, rather simple dimers of As-1Et
assembled through two PnBs are observed. The As1/S1
distance is 3.537 Å which is 97% of the

P
rvdW of As and S.35 The

difference between the number and distances of PnBs formed
in As-1Et and Sb-1Et illustrates the important role of the heavier
elements in the application and design of supramolecular
structures. The heavier pnictogen thiolate cages are more Lewis
acidic as a result of increasing stereochemical inactivity of the
lone pairs and the increasing polarity of the primary bonds.
This is in line with ndings for the analogous alkoxide cages36

and is in line with other experimental and computational
ndings for pnictogen, chalcogen and halogen bonding in the
+3, +2 and +1 oxidation states, respectively.37–42
Computational study of the pnictogen bonding

An oen suggested prerequisite for strong PnBs, following
studies on halogen and chalcogen bonding, is the presence of
large Vmax (maximum in the electrostatic potential energy
surface calculated on a molecular surface at 0.001 au)43,44 values
associated with the electrophilic regions of the ESP
surface.40,45–48 A typical design strategy used to achieve this is to
incorporate polar primary bonds. The replacement of O with S
to enhance the stability of the primary bonds is therefore ex-
pected to result in smaller Vmax values and weaker PnBs. Given
the observed self-assembly, it became of interest to determine
the driving force behind the formation of these PnBs as
compared with the alkoxide congeners. Molecular geometries
and electronic structures were optimized using DFT (B97-D3,
ZORA, def2-TZVPP). The electrostatic potential energy (ESP)
shown in Fig. 5a and Fukui functions(see Fig. S1 in ESI†) inte-
grated from above (f+(r)) were plotted on the molecular surface
(0.001 au) of Sb-1H and As-1H monomers. Three localized elec-
trophilic regions are observed on the Fukui function. These
regions complement the three Vmax regions on the electrostatic
potential surface and serve to give directionality to these inter-
actions. The Vmax values, however, are intermediate to the
analogous antimony alkoxide cage, which forms three pnic-
togen bonds, and the arsenic alkoxide cage, which only forms
one in the solid state suggesting a diminished electrostatic
contribution to the Sb/S pnictogen bonds.36 Despite the lower
Vmax values calculated for Sb-1H, they are still considerably
larger than those calculated for As-1H (Fig. 5a) which further
supports the use of the heavier pnictogens for stronger and
more PnBs.

To gain a better understanding of the ability of Sb-1Et to form
the multiple pnictogen bonds required for reversed bilayer
assembly, the energetics of pnictogen bond formation were
This journal is © The Royal Society of Chemistry 2020
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Fig. 5 (a) Electrostatic potential of Sb-1H and As-1H monomers, and
(b) Sb-1H dimer mapped on 0.001 au isosurface. Black and red spheres
are the positions of Vmax and Vmin respectively. (c) Position (red
spheres) of PnB BCPs along with values of the electron density and the
Laplacian of the electron density in the Sb-1H dimer.

Fig. 6 Effect of (a) solvent at 40% probe power amplitude (0.25 mM),
(b) probe power amplitude in acetone (0.25 mM), (c) sonication time in
acetone (0.25 mM) with 40% probe power amplitude, and (d) solution
concentration (in acetone with 40% probe power amplitude) on the
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probed and contrasted with those of the Sb-2Pr using simplied
model systems (see Fig. S2 and Table S2†). The alkoxide dimer
(Sb-2H)2, and thiolate dimer (Sb-1H)2 are assembled through two
PnBs (as depicted in Fig. S2†) and have dimerization energies of
�53 kJ mol�1 (average of two crystallographically independent
dimers) and �41 kJ mol�1, respectively. To verify the presence
of PnBs in the dimer, and probe the role of orbital overlap in
stabilizing these interactions, an atoms in molecules (AIM)
analysis was performed on (Sb-1H)2 (represented in Fig. 5b). The
analysis revealed two bond critical points (BCP) between each
Sb and S pair located on the bond path associated with the PnBs
in the dimer (Fig. 5c). The densities at the PnB BCPs are 0.0156
and 0.0149 e Å�3 for Sb1/S2 and Sb2/S1, respectively. These
values are consistent with those reported for pnictogen, chal-
cogen and halogen bonding.36,39,49 It is noteworthy that the BCP
values for (Sb-1H)2 are about 60% smaller than the BCP values
for (Sb-2H)2 reported previously.36 This suggests that, in addi-
tion to a diminished electrostatic contribution to the Sb/S
PnBs, the covalency is also lower. The near zero, but positive
Laplacian of the electron density at the PnB BCPs indicates the
closed-shell nature of these interactions.49 The lower energy
associated with (Sb-1H)2 is consistent with the lower electro-
static potentials. This appears to contrast with the ability of
these systems to self-assemble into bilayers and spontaneously
form spherical structures upon synthesis. It seemed possible
that the loss of stabilization from directional electrostatic
attraction could be offset by an increase in non-direction Lon-
don dispersion forces resulting from the increase in polariz-
ability of the chalcogen. Inclusion of dispersion corrections in
the energy calculations50 revealed how important this contri-
bution becomes in the thiolate system. The dispersion-
corrected dimerization energy of thiolate (Sb-1H)2 is
This journal is © The Royal Society of Chemistry 2020
�97 kJ mol�1 which is slightly more than the alkoxide (Sb-2H)2
(�93 kJ mol�1). Dispersion represents 58% of the dimerization
energy in (Sb-1H)2 (compared to 43% in (Sb-2H)2). This illus-
trates the signicant role the non-directional London disper-
sion forces play in reinforcing the directional electrostatic and
polarization contributions associated with pnictogen bonding.
The role of solvent in stabilizing these bilayers with respect to
the monomeric units was not addressed in this study, but it can
be expected that solvent plays an important role in this.

Preparation and characterization of vesicles

The as-synthesized vesicles of Sb-1Et appear to have a very large
size distribution (Fig. 2). To control the size distribution of the
vesicles, samples were sonicated using a 20 kHz, VCX 750
(Sonics and Materials) ultrasonic probe. Following sonication,
particle sizes were measured using a Nanotrac Model NPA250
DLS (Dynamic Light scattering) instrument. Four different
parameters, solvent, probe power amplitude, sonication time,
and concentration (0.05, 0.10, 0.25, 0.50 mM), were evaluated in
order to understand the impact of each. A summary of the
ndings are provided in Fig. 6 (see S3 in ESI† for full details on
all experiments).

The distributions are relatively invariant with respect to all of
the parameters except for the nature of the solvent. This
contrasts with samples of Sb-2NHCONon, where concentration
also has a signicant effect on the size distribution of the
particles. The size distributions of particles of Sb-1Et under
most conditions tends to centre at 320 nm. These particles are
larger than the vesicles observed for Sb-2NHCONon (�70 nm).
Hexanes gave rise to a broader distribution of larger particles.
As a result, 5 minutes sonication time and 40% power ampli-
tude were chosen as a standard set of conditions for the prep-
aration of reversed vesicles for further study.

Fig. 7 shows a TEM and SEM image of the vesicles prepared
at a concentration of 0.25 mM in wet acetone with a sonication
time of 5 minutes and 40% power amplitude. Due to the pres-
ence of antimony atoms there is no need to stain the samples
for TEM imaging. Both TEM and SEM images support the
average size distribution obtained from the DLS measurements.
size of vesicles of Sb-1Et.

Chem. Sci., 2020, 11, 4374–4380 | 4377
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Fig. 7 (a) TEM and (b) SEM images of the prepared vesicles from
0.25 mM acetone solution of Sb-1Et vesicles were prepared by soni-
cating the solution mixture for 5 minutes at 40% probe power
amplitude.

Fig. 8 Size distribution of (a) 0.25 mM chloroform solution of vesicles
prepared (b) same vesicle solution extruded for five cycles. (c) TEM
image of the extruded vesicles after fifth cycle.
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The SEM images reveal a spherical morphology for these
supramolecular structures and the TEM images conrm that
these structures are hollow. Taken together with the structural
data, a model emerges of hollow vesicles with reversed bilayer
membranes held together by pnictogen bonds. Remarkably,
images of the same solutions obtained aer 90 days show
a similar distribution of these structures, indicating a good
temporal stability of these vesicles and an excellent tolerance to
typical laboratory atmospheric conditions.

To facilitate encapsulation studies in chloroform, vesicle
preparation using ultrasound in this solvent was also evaluated.
The size distribution of the vesicles prepared in a chloroform
solution was not as uniformly distributed as those in acetone
(Fig. 8a); a size distribution between 30–1000 nm with three major
peaks at 86, 204, and 818 nm was observed. Extrusion has been
used with biological membranes to produce uniform vesicle sizes.
This strategy was adapted for these vesicles by using an extrusion
setup (Avanti Polar Lipids, Inc.) with a hydrophobic PTFE
membrane (Cole-Parmer, 0.22 mm pore size) sandwiched between
two Teon holders with o-rings. This membrane was chosen as it
is stable to chloroform and other organic solvents, but it should be
noted that the pores in these membranes are quite different than
the typical track-etched polycarbonante membranes used for
vesicles prepared from membranes in aqueous solutions. A
0.25mMchloroform solution of the vesicles was prepared using an
ultrasonic probe (40% power amplitude for ve minutes). For each
extrusion cycle, a 10mL sample was extruded portionwise (1mL at
a time) through themembrane. All aliquots were collected in a vial
and their size distribution was measured before the next cycle of
the extrusion. Five rounds of extrusion yielded vesicles with
a uniform and narrow size distribution around 240 nm which is
the approximate size of the pores in the membrane(Fig. 8b). To
conrm vesicles were still hollow TEM images (Fig. 8c) were
collected and demonstrated that the majority are still hollow.
However, it appeared that some of the larger vesicles have encap-
sulated smaller ones during the extrusion process.
Encapsulation of guest molecules

The ability to make hollow, spherical, and chemically and
temporally stable vesicles that can be broken and reformed by
sonication indicated that these systems could be useful for
4378 | Chem. Sci., 2020, 11, 4374–4380
encapsulation and compartmentalisation in organic media. To
test this, uorescent dyes rhodamine B (RhB) and an acridone-
based (Ac) dye were post-synthetic encapsulated and imaged.51

To capture the uorescent dyes, 0.7 mg of RhB, or 0.1 mg of Ac
were added to acetone or chloroform, respectively, containing
0.25mM of Sb-1Et. Both samples were sonicated for 5minutes at
40% probe power amplitude. Following sonication, each
mixture was transferred into a dialysis bag (Spectra/Pro, 6–8 kD)
and was dialyzed for 48 hours in the respective solvent,
replacing with fresh solvent three times. Aer dialysis, a drop of
the solution was cast on a microscope slide and studied using
uorescence microscopy (for more details see S1.8 in ESI†). The
same samples were used for obtaining TEM images (Fig. 9).
Fluorescent microscopy images of vesicles with encapsulated Ac
are shown in Fig. 9a (for RhB sample see Fig. S34†). The vesicles
appear to be more worm-shaped rather than being spherical.
TEM (Fig. 9b) revealed that the vesicles retain their spherical
shape but have started to aggregate which gives the illusion of
elongated shapes in the uorescence microscope images.

All of the dye encapsulation and dialysis experiments clearly
show that the uorescent dyes have been encapsulated into the
vesicles. They can be dialysed and emit only from within the
vesicles at their corresponding wavelengths. Solutions of dia-
lyzed samples were stored and re-examined with uorescence
microscopy aer 3 months and similar images were obtained
indicating that the uorescent dyes remain within the vesicles
(see Fig. S35 and S38†). This suggests that the membrane both
This journal is © The Royal Society of Chemistry 2020
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Fig. 9 (a) Fluorescence microscopy images (with enhanced contrast)
of the encapsulated Ac (including chemical structure) after dialysis. (b)
TEM image of the vesicles after encapsulation and dialysis of Ac (image
was taken 14 days after fluorescence imaging). (c) Camera image of
vesicles solution after dialysis of excess Ac under 378 nm irradiation.
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remains intact and is resistant to passive diffusion of these
molecules. An additional experiment was performed with 6-
carboxyuorescein (6-FAM) dye in an acetone solution (for more
details see S4.2.2 in ESI†). Aer dialysis, vesicles were examined
via optical and uorescent microscopy (Fig. S36†). Larger vesi-
cles appeared translucent and emitting under blue light which
conrmed successful encapsulation of 6-FAM. Aer collecting
the images, a drop of water was cast on the vesicles in order to
lyse them and changes in emission were monitored for 20
minutes. Aer 20 minutes it was noticeable that the number of
emitting vesicles were decreasing, and the bulk solution was
becoming weakly emissive. A light image was acquired aer 20
minute mark and it was observed that many of the vesicles have
lysed during exposure to water and started to deate compared
to the initial white light microscopy image that was captured
(Fig. S37†).

Encapsulation of ferrocene provides the opportunity to
probe the effect of encapsulation by these vesicles on the redox
properties of ferrocene. CV (cyclic voltammetry) analysis was
performed on a 0.1 M TBAPF6 (tetrabutylammonium hexa-
uorophosphate) chloroform solution containing Fc (1.6 mM)
and Sb-1Et (0.25 mM) that were sonicated (40% power ampli-
tude) for ve minutes. Aer sonication, the unencapsulated Fc
molecules were removed from the bulk solution via dialysis.
Light microscope images were obtained at this point to conrm
the presence of vesicles (Fig. S30†). Aer dialysis, 2 mL of this
solution was diluted with 8 mL of the electrolyte solution. CV
measurements were performed in triplicate and the potentials
are reported relative to the Fc/Fc+ redox couple obtained from
a 0.15 mM solution of Fc in 0.1 M TBAPF6 in chloroform. The
half-wave potential (E1/2) for encapsulated Fc was �45 � 2 mV
vs. free Fc/Fc+ which suggests that encapsulation in vesicles of
Sb-1Et facilitates the oxidation of the Fc molecules. A possible
model for this behaviour is that electron rich and polarizable
membrane in these pnictogen-bonded vesicles stabilizes the
charged species better than the bulk solution. To ensure that
the observed shi was the result of encapsulation, a mixture of
a solution of Fc-containing vesicles and free Fc (0.15 mM) was
prepared. The resulting half-wave potential was intermediate to
This journal is © The Royal Society of Chemistry 2020
free Fc and encapsulated ferrocene, indicating that both are
electrochemically active and are oxidized at different potentials.
Conclusions

A new air and moisture stable bicyclic, trivalent antimony thi-
olate compound has been designed to engage in triple pnic-
togen bonding. Structural characterization revealed a self-
assembled reversed bilayer. DFT calculations reveal that the
directionality of the PnBs arises from electrostatic attraction,
but this is reinforced by a large contribution from London
dispersion forces. The self-assembly propagates in solution as
well, giving rise to the spontaneous formation of hollow
reversed vesicles that were demonstrated to alter the half-wave
potential of encapsulated ferrocene molecules. The size distri-
bution of these vesicles can be controlled through sonication. In
chloroform, extrusion was demonstrated as an efficient method
for increasing the uniformity of vesicles. The vesicles have
proven to be robust enough to be used as nanocontainers for
encapsulation and storage of chemicals in solid and solution
states for long periods of time.
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